™

Q&)

EVERLIGHT

Everzol Red LLX

Dyeing Properties 4§ 1%
Characteristics

Reactivity R J& M
Substantivity #LFe 1%

Migration #% ¢ £

Washing off 7t %
Solubility g/l 50°C Water
S

50°C Water+50 g/l Salt

High temp. Dyed fabric & 77
Dyeing
5 im b Dye Liquor %
Color Tungsten Lamp
constancy
G 15 TL 84 Lamp
Metallic ions Fe++
&5 B
S L Cu-++ 47
Resin Melamine = & # &
finishing
ARG Jo T Glyoxal & =&
shdle e Polyamide & Z Bz
after fixing
treatment  Quaternary ammonium salt
Xt & N2 ™9 4 iz B
)]
Stripping @
W&
3)
“)
Discharge Neutral %
ability
€Y Alkaline iR P

Evaluation

100
100

34

R (Y)

4-5

4-5

4-5

4-5

2-3

1-2

45

2-3

100

IREBEZHHE Exhaustion & Fixation

) P
£
(o))
$ 60
177
g v
g »
an w— Fixation
o —
0 15 30 45 60 75 90
Time min. _
Dyes & Salt Alkali
BEKEIE Dependency on temperature
120
0\0 100
2 —
D a0
o
o
N 6o
[
>
£
T
o 20
0
40 50 60 70 80
Temp C
T Dependency on Glauber's salt
120
o\o 100
£ /
=2} 80
o
Y
o & — 0.25%
-% 2 — 1.00%
2 2.00%
-
o 20 — 4.00%
0

[

10 20 30 40 50 60 70 80
Glauber's Salt g/l

Kt Everlight Chemical Industrial Corporation

A-55



Everzol Red LX

™

EVERLIGHT
N2 ~ S
.. N
Fastness before fixing treatment B & Al % & &
Staining 75 %
2., O 2
. =g . < #f
Evaluation Za £ « . Evaluation S S
o 2® o€ - . 8 9o o 5%
3 4 ©»n 9= = e
Ev g% 9§ 2% 3% 2 wm EX B
A © <@ © z ° < 4 A
Fastness Fastness
ISO C02 5 5 5 5 5 5 5 Chlorinated Water# £.7K(20ppm) 3
1.0%
1SO C03 5 5 5 5 5 5 5  Peroxide Bleaching® A 7Ki% & 4-5
Washing ISO C04 45 5 4 5 5 5 5 Rubbing Dv# 5
! 1.0% Py 1.0%
Ak ik ISO C06-C1S 5 5 5 5 5 5 5 PR wee 4
ISO C06-C2S 5 5 5 5 5 5 5 M&S COA #EE B £ 0.1%  4-5
M&S C4A 5 5 5 5 5 5 5 (detergent Light) 1.0% 45
Water #if 7K 1.0% 5 5 5 5 5 5 5 M&S CI0A (UK-TO) 1.0% 5
Hot Water it 27k 1.0% 5 5 45 45 5 5 5 Saliva (DIN) #f" i 1.0% 4-5
Sea Water 7K 1.0% 5 5 5 5 5 5 5 Dry Immediately 3B
1.0%
Post mercerizing % 4 %, 1.0% 2-3(B) 4-5 Hot- # 4 Hours after 4-5
Pressing
Acid hydrolysis & 7K ## 1.0% 5 5 4-5 4 5 5 5 AR Wer [mmediately 3-4B
A 1.0%
Perspiration Acid B Lo 5 5 5 5 5 5 5 & 4 Hours after 4-5
B 0%
T Alkali i 5 5 5 5 5 5 5  Dry cleaning & #5 7% 1.0%  4-5
. N2 L ol =
Light Fastness B B % &
Evaluati Dyeing Color Grade . Dyeing Color Grade
valuation Depth Change IS0 Evaluation Depth Change IS0
FERAE 20 AFU Blue Scale FEIRE 20 AFU Blue Scale
0.1 % 2-3 4 Perspiration Light ~ Acid 3 4
03 % 3 45 Gl Alkali 1% 23 3-4
Artificial Light =) % i att s -
(Xenon-Arc Lamp) 1.0 % 3-4 4-5
Gk 3.0 % 4 56
6.0 % * *
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