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Everzol Red LF-B
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Everzol Red LF-B i

Fastness before fixing treatment B & 7 % & &
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Fastness Fastness
ISO C02 4-5 5 4-5 5 5 5 5  Chlorinated Water® £.7K(20ppm) 3
1.0%
ISO C03 4-5 5 4-5 5 5 5 5  Peroxide Bleaching® /K% & 5
S ISO C04 4-5 5 3 5 5 5 3 Rubbing Dy ¥ 5
. 1.0% ey, 1.0%
it K ISO C06-C1S 4-5 5 4 5 5 5 5 TRE Wet i 4
ISO C06-C2S 4-5 5 4-5 5 5 5 5 M&S C9A %% 8 0.1% 45
M&S C4A 45 5 45 5 5 5 5 (detergent Light) 1.0% 45
Water 7K 1.0% 4-5 5 5 5 5 5 5  M&S C10A (UK-TO) 1.0% 4
Hot Water 27K 1.0% 4-5 5 5 4-5 5 5 5 Saliva (DIN) ff* & 1.0% 5
Sea Water it 7 7K 1.0% 4-5 5 5 5 5 5 5 Dry Immediately 4-5
1.0%
Post mercerizing % % % 1.0%  3-4 4-5 Hot- # 4 Hours after 4-5
Pressing
Acid hydrolysis B 7K f#2 1.0% 45 5 5 5 5 5 S AR Wer Immediately 4-5
. 1.0%
Perspiration  Acid & e Y55 5 s s s s A 4 Hours after 45
s 0%
T Alkali # 4-5 5 5 5 5 5 5  Dry cleaning &} %7k 3.0%  4-5
. N2 L bl =
Light Fastness B B % &
Evaluati Dyeing Color Grade . Dyeing Color Grade
valuation Depth Change 15O Evaluation Depth Change IS0
RERE 20 AFU Blue Scale RERE 20 AFU Blue Scale
0.1 % 3-4 4-5 Perspiration Light Acid 4 5-6
0.3 % 4 5 & T B & Akali 0% 3 5
Artificial Light =) % al
(Xenon-Arc Lamp) 1.0 % 4-5 5-6
it B A 3.0% 45 6
6.0 % 4-5 6
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